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The following information was/were submitted and identified by/on behalf of the client:

Applicant
Address

Manufacture
Buyer

Sample Name
Sample Model

Main Substance

Sample Receive Date
Sample Testing Period

Test Result Summary.

Lily Bearing Manufacturing Co., Ltd.

Building 301, No. 6, 525 Yuanjiang Road, Minhang District, Shanghai
P.R.China
Shanghai Lieli Bearing Manufacturing Co. LTD

Jinjin Technology (Shenzhen) Co. LTD
Miniature deep groove ball bearing
S69477C

1. Outer ring, inner ring: SUS420 2, Tight ring, protective cover, cage: SUS304
3, Rolling body: ZrO2
July 15, 2019

July 15, 2019 - July 17, 2019

As requested by the applicant, for details refer to attached page(s).

TEST ITEM(S)

TEST REQUESTED CONCLUSION(S)

Pb, Cd, Hg, Cr\Vl, PBBs, PBDEs

RoHS Directive 2011/65/EU and its amendment (EU)

and Phthalates(DBP, BBP, DEHP, PASS
UF tonniates( 2015/863
DIBP) content
Authorized Signature
Page 1 of 4

This report is only responsible for the tested sample(s) from the client, the testing result(s) is used for scientific research, teaching or internal
quality control. Without the writing agreement of the company, the client is not allowed to copy the report in part(entire copy is excepted).

Shanghai Global Testing Services Co., Ltd.

Floor 2nd, Building D-1, No. 128, Shenfu Road, Minhang District, Shanghai, China.
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