Grease Temperature range” Thickener Base NLGI Base oil Grease
oil type grade viscosity [mm?/s] performance
at40°C at100°C factor (GPF)
105 °F 210 °F
=50 0 50 100 150 200 250 =C ( ) ( )
GXN | | m  Polyurea Mineral 2-3 96 10,5 2
GJN ] | m  Polyurea Mineral 2 115 12,2 2
MT33 . R R g Lithium Mineral 3 100 10 1
soap
VT113 e [ m  Lithium Mineral 3 113 121 1
complex
WT mp g m  Polyurea Ester 2-3 70 9.4 4
GWF - e m Polyurea Synthetic 2-3 675 0.6 4
hydrocarbon
GEZ2 m| mempees| S Lithium Synthetic 2 25 449 2

=60 30 120 210 300 390 480 °F



